
 Vieux Carré Commission Approved Mortar Formula 

 

Mortar 

No more than 1 Part Portland Cement, 3 Parts Lime, 9 Parts Sand, Enough water to form a workable mix  

 

Stucco 

Base Coat- consists of 2 coats, doubled up work of 5/8" total thickness, proportioned as follows: 

No more than 1 Part Portland Cement, 3 Parts Lime, 9 Parts Sand, 6 lbs./cubic yard hair or fiber, Enough water 

to form a workable mix 

 

Finish Coat- 1/4" in total thickness proportioned as follows: 

No more than 1 Part Portland cement, 3 Parts Lime, 9 Parts Sand, Enough water to form a workable mix  

 

 


